
Viscosity of Kaolin - Slurry 
(solid content 74,5 % Kaolin = Amazon Plus Lump)

at pH 8,5 with Baypure DS100/40 
or Polyacrylate (molar mass 4000 g/mol)
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(mPa•s/23°C)

Baypure DS/40

Polysalz S

Measuring unit :
Brookfield RVDV III
Spindle model : RV 3
Speed : 100 rpm

Polyacrylate


